Abstract:The vacuum infusion method is used in the production of ballistic composite materials, in the repair of aircraft parts and in the production of layered hybrid composite materials. In this study, production of hybrid composite materials including apricot kernel shell powder, hazelnut shell powder, walnut shell powder and graphene nanopowder added layer were made by vacuum infusion method. Layered hybrid composite samples with pure graphene nanopowder added and different shell powder added were produced. Then the produced hybrid composite samples were subjected to ballistic experiments. Due to the security, only the photographs of the ballistic test results were allowed to be shared.
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